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1. Details of computational setup and Supplementary Figure S1 

 

Figure S1. Schematic representation of the combined continuum - coarse-grained - atomistic 

model for simulation of laser interactions with metals in liquid environment.  The top part of the 

metal target is represented by TTM-MD model, the temperature evolution in the deeper part of the 

target is described by TTM equations, and part of the liquid environment adjacent to the metal 

surface is simulated with a coarse-grained MD model.  At the bottom of the TTM-MD and on the 

top of the coarse-grained MD regions the pressure wave transmitting boundary conditions are 

imposed.  Both the Ag target and the liquid overlayer are assumed to be sufficiently thick to ensure 

that any effects caused by the reflection of the laser-induced pressure waves from the outer surfaces 

of the target and overlayer can be neglected.  The computational system represents a small region 

within the laser spot and periodic boundary conditions are applied in the lateral directions, parallel 

to the surface of the target.  The spatial discretization in the continuum part of the model and the 

dimensions of the atomistic and continuum regions are not drawn to scale. 

  



3 
 

The simulations reported in this paper are performed with a hybrid computational model 

combining a coarse-grained representation of liquid, a fully atomistic description of laser 

interaction with metal targets, and acoustic impedance matching boundary conditions, designed to 

mimic the non-reflecting propagation of the laser-induced pressure waves through the boundaries 

of the computational domain.  A schematic representation of the computational system is shown 

in Figure S1.  The computational setup is designed and parametrized for a bulk Ag target covered 

by water and irradiated by a picosecond laser pulse.  A brief description of the main components 

of the computational model as well as details of the computational setup are provided below.   

TTM-MD model for laser interactions with metals: 

Although the MD method is capable of providing detailed information on the microscopic 

mechanisms of laser ablation, several modifications have to be made in order to apply the classical 

MD for simulations of laser interactions with metals.  In particular, a realistic description of the 

laser coupling to the target material, the kinetics of thermalization of the absorbed laser energy, 

and the fast electron heat conduction should be incorporated into the MD technique.  These 

processes can be accounted for by incorporating the MD method into the general framework of the 

two-temperature model (TTM)1, 2 commonly used in the simulations of short pulse lase interactions 

with metals.  The idea of the combined TTM-MD model3-5 is schematically illustrated in Figure 

S1 and is briefly explained below. 

In the original TTM, the time evolution of the lattice and electron temperatures, Tl and Te, is 

described by two coupled differential equations (Eqs. (1) and (2) in Figure S1) that account for the 

electron heat conduction in the metal target and the energy exchange between the electrons and 

atomic vibrations.  In the combined TTM-MD method, MD substitutes the TTM equation for the 

lattice temperature in the surface region of the target, where laser-induced structural and phase 

transformations take place.  The diffusion equation for the electron temperature, Te, is solved by a 

finite difference method simultaneously with MD integration of the equations of motion of atoms.  

The cells in the finite difference discretization are related to the corresponding volumes of the MD 

system, and the local lattice temperature, , is defined for each cell from the average kinetic 

energy of thermal motion of atoms.  The electron temperature enters a coupling term, , that 

is added to the MD equations of motion to account for the energy exchange between the electrons 

and atomic vibrations.  In this coupling term,   is a coefficient that depends on the instantaneous 
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difference between the local lattice and electron temperatures as well as the strength of the 

electron-phonon coupling,3   is the thermal velocity of the atom defined as , where 

  is the actual velocity of atom i and  is the velocity of the center of mass of a cell to which 

the atom i belongs.  The expansion, density variation and, at higher fluences, disintegration of the 

irradiated target predicted in the MD part of the model are accounted for through the corresponding 

changes of the parameters of the TTM equation for electron temperature.  The three-dimensional 

solution of the diffusion equation for Te is used in simulations of laser spallation and ablation,5-7 

where the dynamic material decomposition may result in lateral density and temperature 

variations. 

In the continuum part of the model, beyond the surface region represented by the MD method, 

the electron heat conduction and the energy exchange between the electrons and the lattice are 

described by the conventional TTM equations.  A dynamic pressure-transmitting boundary 

condition8, 9 is applied at the bottom of the MD part of the system (marked as  in Figure S1) to 

ensure non-reflecting propagation of the laser-induced stress wave from the MD region of the 

computational system to the bulk of the target.  The energy carried away by the stress wave is 

monitored, allowing for control over the total energy conservation in the combined model.10 

The electron temperature dependences of the thermophysical material properties included in 

the TTM equation for the electron temperature (electron-phonon coupling factor G and electron 

heat capacity Ce, see Figure S1) are taken in the forms that account for the thermal excitation from 

the electron states below the Fermi level.11  The electron thermal conductivity is described by the 

Drude model relationship, , where  is the electron heat 

capacity, v2 is the mean square velocity of the electrons contributing to the electron heat 

conductivity, approximated in this work as the Fermi velocity squared, vF
2, and 

 
is the 

total electron scattering time defined by the electron-electron and electron-phonon scattering rates, 

.  The value of the coefficient A, 3.57106 s-1K-2, is estimated12 

within the free electron model, following the approach suggested in Ref. 13.  The value of the 

coefficient B, 1.121011 s-1K-1 is obtained from the experimental value of the thermal conductivity 

of solid Ag at the melting temperature, 363 Wm-1K-1.14 
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Material properties predicted by EAM Ag potential: 

The interatomic interactions in the MD part of the model are described by the embedded atom 

method (EAM) potential with the functional form and parameterization developed in Ref. 15.  A 

cut-off function suggested in Ref. 16 is added to the potential to smoothly bring the interaction 

energies and forces to zero at interatomic distance of 5.5 Å.  Although the potential is fitted to low-

temperature values of the equilibrium lattice constant, sublimation energy, elastic constants, and 

vacancy formation energy, it also provides a good description of high-temperature thermodynamic 

properties of Ag17 relevant to the simulation of laser-induced processes.  In particular, the 

equilibrium melting temperature, Tm, determined in liquid–crystal coexistence simulations, is 1139 

± 2 K,12 about 8% below the experimental values of 1235 K.18  The threshold temperature for the 

onset of the explosive phase separation into liquid and vapor, T*, determined in simulations of 

slow heating of a metastable liquid, is found to be ~3450 K at zero pressure and ~4850 K at 0.5 

GPa.19  The onset of the phase explosion can be expected at 10% below the critical temperature20-

22 and the values of T* calculated for the EAM Ag material are not in conflict with the range of 

experimental values of the critical temperature of Ag spanning from 4300 K to 7500 K.23 

Coarse-grained representation of liquid environment: 

The direct application of the conventional all-atom MD representation of liquids in large-scale 

simulations of laser processing or ablation is not feasible due to the high computational cost.  Thus, 

a coarse-grained representation of the liquid environment,24, 25 where each particle represents 

several molecules, is adapted in this work.  The coarse-graining reduces the number of degrees of 

freedom that have to be treated in the MD simulations and significantly increases the time and 

length scales accessible for the simulations.  At the same time, however, the smaller number of the 

dynamic degrees of freedom results in a severe underestimation of the heat capacity of the liquid.  

To resolve this problem, the degrees of freedom that are missing in the coarse-grained model are 

accounted for through a heat bath approach that associates an internal energy variable with each 

coarse-grained particle.26-28  The energy exchange between the internal (implicit) and dynamic 

(explicit) degrees of freedom are controlled by the dynamic coupling between the translational 

degrees of freedom and the vibrational (breathing) mode associated with each coarse-grained 

particle (the particles are allowed to change their radii, or to “breath” 25, 28).  The energy exchange 

is implemented through a damping or viscosity force applied to the breathing mode, which 
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connects it to the energy bath with capacity chosen to reproduce the real heat capacity of the group 

of atoms represented by each coarse-grained particle.  Effectively, the breathing mode serves as a 

“gate” for accessing the energy stored in the molecular heat bath. 

The first implementation of the coarse-grained model with heat bath approach was recently 

developed for water and applied to simulations of laser interactions with water-lysozyme system.28  

Each coarse-grained particle in the model has a mass of 50 Da and represents about three real water 

molecules.  The potential describing the inter-particle interactions is provided in Ref. 28 and the 

parameters of the potential are selected to ensure a satisfactory semi-quantitative description of 

experimental properties of water.  While one cannot expect the coarse-grained model to provide 

an accurate representation of all the structural and thermodynamic properties of water, the key 

physical properties predicted by the model, such as density, speed of sound, bulk modulus, 

viscosity, surface energy, melting temperature, critical temperature, and critical density, are found 

to not deviate from the experimental values by more than 25%.29 

The interactions between Ag atoms and the coarse-grained water particles are described by the 

Lennard-Jones (LJ) potential with the following length and energy parameters: 𝜎 = 1.92 Å and 𝜀 

= 0.145 eV.  The parameters are fitted to match the diffusion of metal atoms and small clusters in 

water predicted by the Stoke-Einstein equation at 300 K and calculated in constant-temperature 

and constant-volume MD simulations.  Furthermore, the values of 𝜎 and 𝜀 are chosen to ensure 

that the values of the equilibrium O-Ag distance and the adsorption energy of water on a Ag surface 

predicted in ab-initio simulations30-33 are roughly reproduced in the coarse-grained model.  Note 

that, while it is possible to incorporate the description of chemical reactions into the framework of 

coarse-grained MD model,24, 34, 35 we have not included descriptions of oxidation or other chemical 

reactions36 in the version of the model used in the present study. 
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2. Estimation of the experimental absorbed laser fluence 

To facilitate comparison of the experimental observations with computational predictions, the 

incident laser fluence applied in the experimental part of this study is converted to the absorbed 

laser fluence with the help of TTM simulation accounting for the electron temperature dependence 

of the reflectivity and optical absorption coefficient, as well as for the kinetics of surface melting 

as described in Ref. 37. 

In the experiment, Au target is irradiated by a 10 ps laser pulse at the wavelength of λ = 1064 

nm and incident fluence of 3400 mJ/cm2.  The irradiation of the target by a laser pulse is 

represented through a source term added to the TTM equation for the electron temperature. The 

source term accounts for the excitation of the conduction band electrons by a laser pulse with a 

Gaussian temporal profile and reproduces attenuation of laser intensity with depth under the 

surface according to Beer–Lambert law. 

The electron temperature dependences of the electron-phonon coupling factor and electron heat 

capacity are taken in the forms that account for the thermal excitation from the electron states 

below the Fermi level.11 The electron thermal conductivity of Au is approximated as suggested in 

Ref. 38. The lattice heat capacity of Au is taken to be 25.41 Jmol-1K-1, density is 19300 kg/m3, 

melting temperature is 1337 K, and the heat of fusion is 12.7 kJ/mol.18 

The reflectivity and the absorption depth are calculated based on complex permittivity 

coefficient according to: 
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where Au and w are relative permittivities of Au and water, w = 1.78.18  The complex permittivity 

of Au is parametrized based on Ref. 39: 
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where L = 0.659×1015 Hz and L = 4.085×1015 Hz are the oscillator strength and the spectral 

width of the Lorentz oscillators, respectively, f = 1.09 is the weighting factor, ωp = 1.328×1016 Hz 
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is the plasma frequency, 
 = 5.9673 is a dc dielectric function,  /2 c  is the angular laser 

frequency, ef is an effective electron collision frequency,  ceef  ,min . The electronic 

collision frequency is the sum of the electron-electron and electron-phonon collision frequencies 

lee BTAT  2 , A = 1.2×107 K-2s-1 and B = 1.23×1011 K-1s-1.40 The maximum critical electron 

collision frequency is estimated as   eeBfc mTkvn /3/4 23/1

0   41, n0 = 5.90×1028 m-3, vf  = 

1.40×106 m/s. 

To account for the energy transport occurring before the thermalization of the excited electrons, 

the optical absorption depth, labs, is combined with the effective depth of the “ballistic” energy 

transport, lb, yielding the effective range of the laser energy deposition and redistribution by the 

non-thermal electrons, leff = labs + lb.  The ballistic range is roughly estimated as a product of the 

Fermi velocity and the Drude relaxation time, efbl  / .  In the TTM simulation, the 

instantaneous value of reflectivity is defined by the evolving electron and lattice temperatures on 

the surface, while the energy deposition fully accounts for the variation of labs and lb with depth 

under the surface.  As an example of the strong dependence of the reflectivity and the effective 

range of the laser energy deposition on the electron temperature, the magnitudes of R and leff are 

shown in Figure S2a for a broad range of electron temperatures and the lattice temperature fixed 

at 300 K. 

The evolution of the surface temperature obtained in a TTM simulation is shown in Figure S2b. 

At an incident laser fluence 3400 mJ/cm2, the absorbed fluence predicted in the simulation is 1940 

mJ/cm2.  Since reflectivity of Au rapidly drops with increase of the electron temperature, the 

absorbed laser fluence and, therefore, the increase of the electron and lattice surface temperatures 

is much larger than that predicted in a simulation performed with constant optical properties of Au, 

shown as dashed lines in Figure S2b. In the latter case, the reflectivity of water-gold interface is 

assumed to be 0.972, the optical absorption depth is 12 nm,42 and the temperature dependent 

ballistic range, similar to the simulation discussed above, is used.  Due to the constant high value 

of reflectivity, the absorbed laser fluence is found to be 93.8 mJ/cm2.  On the other hand, if the 

ballistic range is fixed at 100 nm,43 and the variation of the optical properties are taken into account 

as discussed above, the predicted absorbed fluence becomes ~1030 mJ/cm2. 
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The high sensitivity of the predicted value of the absorbed fluence to the temperature 

dependence of the ballistic range suggests that the value of 1940 mJ/cm2 can be considered to be 

an upper bound estimate of the real value.  Indeed, the assumption of the electron equilibration 

within the characteristic time of a single scattering event is likely to result in a substantial 

underestimation of the ballistic range. The longer ballistic range leads to a slower heating of the 

surface and, as a result, prolongs the time when the value of reflectivity remains at a high level. 

Given the uncertainty in the range of the ballistic energy redistribution, we conclude that the 

absorbed laser fluence under experimental conditions is within the range of 1000 to 2000 mJ/cm2. 

   

Figure S2. The dependence of the reflectivity and the total absorption depth on the electron 

temperature at a fixed lattice temperature of 300 K (a) and the evolution of electron and lattice 

temperatures on the surface of Au target irradiated by a 10 ps laser pulse at an incident fluence of 

3400 mJ/cm2 (b). In (a), red and green lines show the reflectivity and the total effective range of 

the laser energy deposition, respectively. In (b), red and green lines depict the electron and lattice 

temperatures, respectively. The solid lines in (b) correspond to the results obtained with a model 

accounting for the temperature dependence of the ballistic range and optical properties of Au target.  

The dashed lines in (b) correspond to results of a simulation performed for constant optical 

properties. 
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3. Supplementary Figure S3: Rayleigh-Taylor instability of the plume-water interface 

 

Figure S3. Topographic images of the interface between the hot metal layer and water shown for 

different times in the simulation illustrated by snapshots in Figure 2. The color shows the relative 

height of the topographical features from the surface. 

 

4. Formation of small clusters via vapor condensation and growth,  

Supplementary Figure S4  

The analysis of the evolution of sizes of the metal clusters and nanoparticles in the Ag-water 

mixing region is performed with a cluster identification algorithm applied to atomic configurations 

generated in the simulation between 100 ps and 5500 ps after the laser pulse, with a 100 ps interval.  

The three large nanoparticles separated from the liquid jet are not considered in this analysis.  The 

evolution of the cumulative number of Ag atoms present above the liquid layer as individual atoms 

(vapor) and small atomic clusters with the diameter below 1 nm (less than 30 atoms) as well as the 

larger clusters that we denote as nanoparticles is shown in Figure S4a.  While the total number of 

Ag atoms in the mixing region steadily increases due to the continuous evaporation from the hot 

molten metal layer, the number of atoms in the Ag vapor and atomic clusters stays at an 

approximately the same level starting from 3 ns, and the increase in the total number of Ag atoms 

in the mixing region is largely sustained by the growing populations of nanometer-scale particles.  

Overall, the nanoparticle size distribution broadens and shifts to the larger sizes as time progresses, 

as shown in Figure S4c,d.  As can be seen from the snapshots of the metal-water mixing region 

shown in Figure 2, the largest nanoparticles formed through the nucleation and growth are mostly 

found in the middle part of the mixing region, where the sufficiently low temperature of the water 

environment and the high Ag vapor concentration provide the optimum conditions for 

condensation into Ag nanoparticles. 
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Figure S4.  The results of the cluster analysis of the ablation plume generated in the simulation of 

laser ablation of a bulk Ag target irradiated in water by a 10 ps laser pulse at an absorbed fluence 

of 600 mJ/cm2. The cumulative number of individual Ag atoms and small clusters with diameters 

less than 1 nm (green) and atoms that belong to Ag nanoparticles with diameters above 1 nm (blue) 

are shown in (a).  The cumulative numbers of atoms that belong to nanoparticles of different sizes 

(above 1 nm) are shown in (b).  The number of atoms in nanoparticles of different sizes (above 1 

nm) are also shown as histograms for 2, 4 and 5.5 ns in (c). The number of nanoparticles of 

different sizes is also shown for the same moments of time in (d). 
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5. Control double pulse experiments aiming to clarify the nature of the satellite bubbles and 

their interaction with the second pulse, Supplementary Figure S5 
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Figure S5. Images of cavitation bubble dynamics in three double pulse control experiments 

performed to clarify the impact of the satellite bubbles on the second pulse interaction with the 

original cavitation bubble. The experimental conditions are as described in Figure 4.  

(a) Double pulse ablation in a 0.1 mM sodium phosphate buffer solution with no metal target 

present. No satellite micro bubbles in front of the cavitation bubble (picture one) are formed. Due 

to the absence of these microbubbles, the second laser pulse (10 µs after the first pulse) reaches 

the cavitation bubble`s outer boundary with full power and the change in the refractive index leads 

to a slight shift of the self-focusing plane. This results in the evolution of a second cavitation 

bubble between the boundary of the first cavitation bubble and the liquid. Thereby, we can 

visualize minor changes in the beam path due to the shifting of the self-focusing plane.   

(b) Double pulse ablation of a Au target under the same irradiation conditions as in Fig. 4, but for 

longer delay of the second pulse applied 45 μs after the first pulse, i.e., during the collapse phase 

of the first cavitation bubble. The first image shows the maximum expansion of the cavitation 

bubble. Shortly after the third image, the second laser pulse hits the cavitation bubble. Image four 

shows the evolution of a second cavitation bubble due to the irradiation of the satellite 

microbubbles above the first cavitation bubble. The following images show the subsequent 

cavitation bubble dynamics. The occurrence of the cylindrical shaped bubble between the 

expanding second cavitation bubble and the collapsing first cavitation bubble is probably a self-

focusing effect comparable to that in Figure S5a, image one. Accordingly, it is clear that the 

satellite microbubbles are generated only in the presence of a metal target (compare Figure 4b and 

S5b with S5a).  

(c) Double pulse ablation of a Au target. The first pulse has a fluence of 1.2 J/cm2, the second 

pulse, which is delayed by 10 µs, has a fluence of 4 J/cm². We speculate that due to the low fluence 

of the first pulse, less particles are produced and, hence, no satellite bubbles formed. Comparable 

to the situation in Figure S5a, the energy of the second pulse is deposited into the cavitation bubble 

leading to the expansion of a second cavitation bubble. However, unlike Figure S5a where the 

residual laser energy can propagate freely into the interior of the first cavitation bubble, the residual 

laser energy is attenuated by the nanoparticles present inside the cavitation bubble. Finally, the 

remaining laser energy reaches the target, which leads to a second ablation. This produces an 

ablation plume expanding in the gas phase environment of the interior of the first cavitation bubble 
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and, unlike in Figure 4b and S5b, the resulting nanoparticles cannot penetrate the extended phase 

boundary of the first cavitation bubble, and no satellite microbubbles occur. 
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