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Abstract The microscopic mechanisms of femtosecond
laser ablation of an Al target are investigated in large-scale
massively parallel atomistic simulations performed with a
computational model combining classical molecular dynam-
ics technique with a continuum description of the laser exci-
tation and subsequent relaxation of conduction band elec-
trons. The relatively large lateral size of the computational
systems used in the simulations enables a detailed analysis
of the evolution of multiple voids generated in a sub-surface
region of the irradiated target in the spallation regime, when
the material ejection is driven by the relaxation of laser-
induced stresses. The nucleation, growth, and coalescence
of voids take place within a broad (∼100 nm) region of the
target, leading to the formation of a transient foamy struc-
ture of interconnected liquid regions and eventual separation
(or spallation) of a thin liquid layer from the bulk of the tar-
get. The thickness of the spalled layer is decreasing from
the maximum of ∼50 nm while the temperature and ejection
velocity are increasing with increasing fluence. At a fluence
of ∼2.5 times the spallation threshold, the top part of the
target reaches the conditions for an explosive decomposition
into vapor and small clusters/droplets, marking the transi-
tion to the phase explosion regime of laser ablation. This
transition is signified by a change in the composition of the
ablation plume from large liquid droplets to a mixture of
vapor-phase atoms and clusters/droplets of different sizes.
The clusters of different sizes are spatially segregated in the
expanding ablation plume, where small/medium size clusters
present in the middle of the plume are followed by slower
(velocities of less than 3 km/s) large droplets consisting of
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more than 10,000 atoms. The similarity of some of the char-
acteristics of laser ablation of Al targets (e.g., evolution of
voids in the spallation regime and cluster size distributions
in the phase explosion regime) to the ones observed in earlier
simulations performed for different target materials points to
the common mechanical and thermodynamic origins of the
underlying processes.

1 Introduction

Short pulse laser ablation of metal targets is in the core of
many practical applications ranging from high precision cut-
ting and drilling [1–3], to surface nanostructuring [4–6], and
to generation of nanoparticles with narrow size distribution
and well-controlled composition [7–10]. The optimization of
laser processing parameters in current applications and the
emergence of new techniques based on laser ablation have
been facilitated by computational efforts aimed at providing
insights into the cascade of non-equilibrium processes trig-
gered by the fast laser energy deposition and responsible for
the material ejection [11–65]. The prominent role of com-
puter modeling in the development of the theoretical under-
standing of laser-induced processes and the advancement of
laser applications is defined by the complexity of the mater-
ial response to the laser excitation, which includes transient
modification of the material properties by strong electronic
excitation, photomechanical effects driven by the relaxation
of laser-induced stresses, fast non-equilibrium phase trans-
formations occurring under conditions of rapid laser energy
deposition and material expansion, ionization and plasma
formation, as well as complex processes occurring in the
expanding ablation plume. Computational description of this
diverse range of processes is challenging and requires a
combination of different computational approaches, ranging
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from quantum mechanics-based (ab initio) electronic struc-
ture calculations [11–15], to classical molecular dynamics
(MD) simulations [16–55], and to continuum-level kinetic
and hydrodynamic modeling [56–65].

The atomistic models based on classical molecular dynam-
ics (MD) technique, in particular, have been shown to be
capable of revealing detailed information on the mecha-
nisms of laser melting and resolidification [16–23], gener-
ation of crystal defects [24–26], photomechanical spalla-
tion [18,21,23,27–34], phase explosion and material ejection
in laser ablation [17,21,23,27,32,33,35–55]. The results of
MD simulations have made important contributions to the
emergence of the current understanding of the interplay of the
photomechanical and thermodynamic driving forces respon-
sible for the material ejection in short pulse laser ablation,
e.g., see recent reviews [66–68].

The MD simulations show that short time of the laser
energy deposition can create the conditions of so-called iner-
tial stress confinement [21,27,29], when the inability of
material to expand during the time of the laser heating results
in the buildup of strong compressive stresses in the sur-
face region of the target. The relaxation of the laser-induced
stresses has been shown to cause the appearance and growth
of multiple sub-surface voids, leading to the eventual sepa-
ration and ejection of liquid surface layer(s) or large droplets
from the bulk of the target [27,29–34].

As the laser fluence increases above the spallation thresh-
old, an abrupt change in the composition of the ejected
plume, from liquid layers and large droplets to a mixture
of individual atoms, atomic clusters and small droplets, has
been observed in simulations and attributed to the transi-
tion from the photomechanical spallation to the phase explo-
sion regime of material ejection [21,23,27,41]. The change
in the parameters of the ejected plume upon the transition
to the phase explosion regime reflects the difference in the
physical mechanisms responsible for the material ejection in
these two regimes: An explosive release of vapor in the liquid
layer overheated above the limit of its thermodynamic sta-
bility [69–71], rather than the relaxation of photomechanical
stresses, provides the main driving force for the collective
ejection of the overheated layer of the target in the regime of
phase explosion [21,23,47]. For longer laser pulses, when the
condition for stress confinement is not satisfied and the spal-
lation is not activated, the phase explosion has been shown to
be responsible for the onset of the collective material ejection
(i.e., ablation) [21,50].

While the general mechanisms of laser spallation and abla-
tion have been well established and thoroughly investigated
by now, the severe limitations on the maximum sizes of sys-
tems accessible for MD simulations limit the ability of the
simulations to provide reliable quantitative data on the micro-
scopic mechanisms of the photomechanical spallation (e.g.,
evolution of the void size distributions) or the dynamics of

the nanoparticles formation and cluster size distributions in
laser ablation. One can expect that the sizes of voids in laser
spallation or nanoparticles generated in the explosive decom-
position of an overheated surface layer can reach (or even
exceed) the depth of the ejected material, which, in the case
of metal targets, is on the order of several tens of nanometers
at fluences close to the spallation/ablation thresholds. The
sizes of computational cells commonly used in MD sim-
ulations of laser interactions with metal targets, however,
are typically smaller than that in one [33,34,47,54,55] or
both [18,21,23,29–32,35,39,43–46,51] lateral (parallel to
the surface) directions. As a result, the periodic boundary
conditions, typically applied in the directions parallel to the
irradiated surface, do not completely eliminate the effect of
the finite size of the computational cell on the simulation
results, thus leaving the question on the sensitivity of the
computational predictions to the size of the simulated sys-
tem open.

In this paper, we report the results of large-scale massively
parallel MD simulations of femtosecond laser interactions
with Al target performed for large computational systems
consisting of more than 108 atoms and having the lateral
sizes comparable to the ablation depth at the highest fluence
used in the simulations. The large scale of the simulations
enables us to focus our analysis on two aspects of the spalla-
tion and ablation phenomena that have not been sufficiently
explored so far. First, we investigate the characteristics of
the evolution of sub-surface voids at laser fluences rang-
ing from the one below the spallation threshold up to about
60 % above the spallation threshold. Second, we perform
a detailed analysis of the ablation plume (including cluster
size distributions, velocities and temperatures of different
plume components) generated in the phase explosion irradi-
ation regime. The results of the simulations are related to the
available experimental data and computational predictions
reported for different target materials.

2 Computational model

The simulations of laser spallation and ablation of a bulk Al
target are performed with a combined atomistic–continuum
model [18,21] that couples the classical MD method with a
continuum-level description of the laser excitation and sub-
sequent relaxation of the conduction-band electrons based
on the well-known two-temperature model (TTM) [72]. In
the original TTM, the time evolution of the lattice1 and elec-
tron temperatures, Tl and Te, is described by two coupled

1 The use of term “lattice temperature” in this paper does not imply the
preservation of the crystalline order in the system but merely follow the
terminology established in the literature presenting TTM calculations,
when the term lattice temperature is commonly used to refer to the tem-
perature of the ionic subsystem that can be brought out of equilibrium
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Microscopic mechanisms of laser spallation and ablation of metal targets 13

Fig. 1 Schematic of the
TTM-MD model for simulation
of laser interactions with metal
targets. The dimensions of the
computational systems used in
the present simulations are
shown in the figure. The laser
irradiation is directed from the
right side of the figure and
periodic boundary conditions
are used in the lateral (parallel to
the irradiated surface)
directions. Spatial discretization
in the continuum part of the
model and the dimensions of the
atomistic and continuum regions
are not drawn to scale

nonlinear differential equations that account for the electron
heat conduction in the metal target and the energy exchange
between the electrons and atomic vibrations. In the com-
bined TTM-MD method, schematically illustrated in Fig. 1,
MD substitutes the TTM equation for the lattice temperature
in the surface region of the target, where laser-induced struc-
tural and phase transformations take place. The diffusion
equation for the electron temperature, Te, is solved on a three-
dimensional (3D) grid by a finite difference method simul-
taneously with MD integration of the equations of motion of
atoms. The cells in the 3D finite difference discretization are
related to the corresponding volumes of the MD system, and
the local lattice temperature, T cell

l , is defined for each cell
from the average kinetic energy of thermal motion of atoms.
The electron temperature enters a coupling term, ξmi �vth

i , that
is added to the MD equations of motion (see Fig. 1) to account
for the energy exchange between the electrons and the lattice.
In this coupling term, ξ is a coefficient that depends on the
instantaneous difference between the local lattice and elec-
tron temperatures [18], mi is the mass of an atom i , �vth

i is
the thermal velocity of the atom defined as �vth

i = �vi − �vc,
where �vi is the actual velocity of atom i and �vc is the velocity
of the center of mass of a cell to which the atom i belongs.
The expansion, density variation and, at higher fluences, dis-
integration of the irradiated target predicted in the MD part
of the model are accounted for through the corresponding
changes of the parameters of the TTM equation for electron
temperature. In the continuum part of the model, beyond the
surface region represented by the MD method, the electronic
heat conduction and the energy exchange between the elec-
trons and the lattice are described by the conventional TTM
equations for the electron and lattice temperatures. A more

Footnote 1 continued
with the conduction-band electrons by short pulse laser irradiation. At
high laser fluences the melting process may take place before the com-
plete electron-phonon equilibration.

detailed description of the TTM-MD model is provided in
Refs. [18,21].

In the simulations reported in this paper, the MD part
of the TTM-MD model represents the top 150 nm surface
region of a single crystal Al target irradiated at an absorbed
laser fluence of 650 J/m2 (below the spallation threshold),
the top 200 nm region at fluences from 750 to 1,100 J/m2

(in the spallation regime), and the top 300 nm region at a
higher fluence of 2000 J/m2 (in the phase explosion regime).
These values of depth of the MD region are chosen so that
the processes of melting, spallation and ablation are confined
within the MD part of the model. The lateral dimensions of
the MD computational systems are 94 nm × 94 nm, with
the 150, 200 and 300 nm systems composed of about 77,
107 and 159 million atoms, respectively. Periodic boundary
conditions are applied in the lateral directions, parallel to the
top (001) free surfaces of the initial fcc crystals. A dynamic
pressure-transmitting boundary condition is applied at the
bottom of MD system [73,74] to ensure non-reflecting prop-
agation of the laser-induced stress wave from the MD part of
the model into the bulk of the target. Before applying laser
irradiation, the MD systems are equilibrated at 300 K and
the dimensions of the MD computational cells are chosen so
that the initial targets are free of internal stresses.

While one-dimensional (1D) solutions of the diffusion
equation for Te were used in some of the earlier TTM-MD
simulations performed for systems with smaller lateral sizes
of the computational systems [21,23,29], a 3D solution is
necessary to adequately represent the electronic heat transfer
in the larger-scale simulations, where large density variations
at the initial stage of the spallation or ablation process may
create conditions for complex 3D heat flow in the surface
regions of the irradiated targets. Thus, in this work, the TTM
equation for the electron temperature in the TTM-MD part
of the system is solved on a 3D grid with the cell size of
3 nm × 3 nm × 1 nm. The smaller dimension of 1 nm is
used in the direction normal to the surface to provide an ade-
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quate treatment of the strong electron temperature gradient
generated by the laser excitation. In the continuum part of
the model, beyond the surface region represented by the MD
method, the conventional TTM equations for the electron and
lattice temperatures are solved on a 3D computational grid
with twice larger spacing in the direction normal to the sur-
face. The continuum region is extended down to the depth of
3 µm, so that no significant changes in the electron and lattice
temperatures are observed at the bottom of the computational
domain during the time of the simulations.

The interatomic interaction in the MD part of the model
is described by the embedded atom method (EAM) poten-
tial with the functional form and parameterization developed
for Al in Ref. [75]. Although this potential is fitted to low-
temperature properties of Al (cohesive energy, elastic con-
stants, phonon dispersion relations, energies of point and
planar crystal defects), it also provides a good description
of high-temperature thermodynamic properties of the mate-
rial relevant to the conditions of the simulations reported
in this work. In particular, the melting temperature deter-
mined in liquid–crystal coexistence simulations is reported
to be 1,042 K [76], about 12 % above the experimental value.
The temperature and pressure conditions for the onset of the
explosive phase separation into liquid and vapor (or cavita-
tion at large negative pressure), T ∗ and P∗, are determined
for the EAM Al in a series of constant-pressure MD sim-
ulations of a slow (0.2 K/ps) heating of a metastable liq-
uid, following an approach applied earlier to other material
systems [21,23,48,71]. The onset of the phase explosion is
identified from a sharp increase in volume of the system and
the threshold temperature for the phase explosion is found
to be about 5,600 K at zero pressure and about 6,400 K at
0.2 GPa. The onset of the phase explosion can be expected
at ∼10 % below the critical temperature [69–71] and the
calculated values are consistent with experimental value of
the critical temperature of Al ranging from 4,700 to 9,500 K
[77,78], with an average value of 6,700 K “recommended”
in a recent review [78]. Comparable values have also been
predicted in recent thermodynamic calculations performed
for other EAM potentials for Al [79]. In the calculations per-
formed for negative values of pressure, the limit of stability
of the metastable liquid against the onset of the cavitation
(sharp increase in volume of the computational system) is
found to be 4,120 K at −0.5 GPa, 3,250 K at −1.0 GPa, and
2,600 K at −1.5 GPa.

The electron temperature dependences of the thermo-
physical material properties included in the TTM equa-
tion for the electron temperature (electron-phonon coupling
factor and electron heat capacity) are taken in the forms
that account for the thermal excitation from the electron
states below the Fermi level [13,80]. The electron thermal
conductivity is described by the Drude model relationship,
Ke(Te, Tl) = v2Ce(Te)τe(Te, Tl)/3, where Ce(Te) is the

electron heat capacity, v2 is the mean square velocity of
the electrons contributing to the electron heat conductivity,
approximated in this work as the Fermi velocity squared, v2

F,
and τe(Te, Tl) is the total electron scattering time defined by
the electron–electron and electron–phonon scattering rates,
1/τe = 1/τe−e + 1/τe−ph = AT 2

e + BTl. The value of the
coefficient A, 1.39×106 s−1 K−2, is estimated within the free
electron model, following the approach suggested in [81].
The value of the coefficient B, 5.924 × 1011 s−1 K−1 is
obtained from the experimental value of the thermal conduc-
tivity of solid Al at the melting temperature, 211 Wm−1 K−1

[82].
The irradiation of the target with a 100 fs laser pulse is rep-

resented through a source term added to the equation for the
electron temperature [18]. The source term simulates excita-
tion of the conduction band electrons by a laser pulse with
a Gaussian temporal profile and reproduces the exponential
attenuation of laser intensity with depth under the surface
(Beer–Lambert law). To account for the energy transport
occurring before the thermalization of the excited electrons
[83,84], the optical absorption depth, Lp = 8 nm at laser
wavelength of 800 nm [85,86], is combined with the effec-
tive depth of the “ballistic” energy transport, Lb = 16 nm,
roughly estimated here as a product of the Fermi velocity
and the Drude relaxation time [87]. The effective range of
the laser energy deposition is then defined as Lp + Lb =
24 nm and is used in the source term instead of Lp alone
[18,26,84]. The reflectivity of the surface is not defined in
the model since the absorbed laser fluence rather than the
incident fluence is used in the discussion of the simulation
results.

3 Mechanisms of photomechanical spallation

A detailed analysis of the microscopic mechanisms of photo-
mechanical spallation is performed in this work based on the
results of four large-scale TTM-MD simulations. The visual
picture of the dynamic response of the surface region of the
irradiated target to the fast laser energy deposition is pro-
vided in series of snapshots from the simulations shown in
Fig. 2. The appearance and growth of sub-surface voids are
observed in all simulations illustrated in Fig. 2. At the lowest
fluence of 650 J/m2, the generation of voids does not lead to
the material ejection from the target. A single void is formed
in this simulation at a depth of ∼60 nm by coalescence of two
adjacent voids at about 90 ps. The void increases in size up to
the time of about 350 ps and starts to shrink after that time (see
inset in Fig. 2a). In three other simulations performed at laser
fluences of 750 J/m2 and above, the growth, coalescence and
percolation of multiple voids result in the formation of com-
plex structures of interconnected liquid regions and eventual
separation (or spallation) of thin liquid layers from the tar-
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Microscopic mechanisms of laser spallation and ablation of metal targets 15

Fig. 2 Snapshots of atomic configurations predicted in TTM-MD sim-
ulations of laser spallation of bulk Al targets irradiated by 100 fs laser
pulses at absorbed fluences of 650 J/m2 (a), 750 J/m2 (b), 900 J/m2 (c),
and 1,100 J/m2 (d). The laser irradiation is directed from the right side
of the figure. The inset in a shows the evolution of the total volume of

voids in a simulation performed at a fluence of 650 J/m2. Only top parts
of the computational systems, from −115 to 450 nm with respect to the
initial surface of the target, are shown in the snapshots. The atoms are
colored according to their potential energies

gets. Note that in the initial test simulations performed with
systems of smaller lateral dimensions (4 nm × 4 nm), the
spallation threshold was somewhat higher, with spallation

occurring at 750 J/m2, but no void nucleation observed at
650 or 700 J/m2. This observation can be explained by the
lower probability of nucleation of a void of a critical size
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Fig. 3 The evolution of temperature and pressure averaged over 5 nm
thick consecutive layers located at different depths in the initial target in
a simulation illustrated in Fig. 2d. The red curve shows the temperature–

pressure conditions (T ∗, P∗) for the onset of the cavitation or phase
explosion in the metastable liquid, calculated for the EAM Al material
as explained in Sect. 2

in a smaller computational cell during the fast evolution of
the laser-induced stresses, as well as the increased nucle-
ation stress due to the elastic interaction of a nucleating void
with itself across the periodic boundaries (this process cor-
responds to a simultaneous nucleation of an array of voids).
Similar lateral size dependence has been observed for nucle-
ation of voids in an Al crystal under conditions of high strain
rate tensile loading [88].

The photomechanical nature of the spallation process is
evident from Fig. 3, where the evolution of pressure and tem-
perature is shown for 5 nm thick layers located at different
depths in the initial target in a consecutive order. The ini-
tial increase in temperature and pressure in different layers,
Fig. 3a, follows similar path that is defined by the rapid heat-
ing due to the laser excitation and electron–phonon energy
transfer taking place under conditions of constant volume
(stress confinement). The degree of the stress confinement
is different in different layers, with the top layers starting
to expand before the electron–phonon equilibration is com-
pleted, thus reducing the maximum pressure reached in these
layers. As a result, the maximum compressive pressure of
15 GPa is reached in the fifth layer located between 20 and
25 nm in the initial target. The buildup of compressive pres-
sure is followed by a rapid drop in pressure which, for layers
below 20 nm, coincides with the passage of the unloading
component of the stress wave generated due to the relaxation
of the laser-induced compressive stresses in the presence of
the free surface of the target [29]. In all layers, the unloading
wave turns the compressive stresses into tensile ones, with
the maximum tensile stresses increasing with depth down to
the layer located between 110 and 115 nm. Importantly, the
temperature–pressure trajectories for layers located between
15 and 80 nm cross the red line showing the limit of the stabil-

ity of the metastable liquid against the onset of the cavitation,
Fig. 3b. These are also the layers where the void formation
is observed in the simulation, thus pointing to the photome-
chanical driving forces responsible for the ejection of liquid
layers in the spallation regime. Note that the temperature-
pressure trajectories of the top two layers do not cross the
“red line” and these two layers are not affected by the void
nucleation, see Fig. 2d.

Following the spallation, a relatively slow collapse/
flattening of the foamy liquid structures generated between
the spalled layers and the remaining targets (Fig. 2b-d) pro-
ceeds simultaneously with cooling and resolidification of the
surface regions of the targets. Although the simulations were
not continued until the complete solidification of the surface,
we can speculate that the solidification process may result in
freezing of some of the surface structures and lead to the for-
mation of complex nanoscale surface morphology commonly
observed in femtosecond laser processing experiments [4–
6]. In the case of the transient appearance of voids below the
spallation threshold, observed at 650 J/m2 (Fig. 2a), the voids
can be captured by the solidification front [68], leading to an
effective “swelling” of the surface region of the irradiated
target. This effect of “swelling” or “frustrated ablation” [89],
as well as direct observation of the formation of sub-surface
nano-voids [34], has recently been reported for Al targets
irradiated by 100 fs laser pulses.

A more detailed picture of the initial stage of the void
evolution is provided in the snapshots shown in Fig. 4, where
each void is represented by a spherical particle with the same
volume as the actual void. The voids are identified by super-
imposing atomic configurations with a 3D grid of cubic cells
with a size of 0.39 nm, finding the cells that do not con-
tain any atoms, and defining the voids as clusters of adja-
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Microscopic mechanisms of laser spallation and ablation of metal targets 17

Fig. 4 The distributions of voids, pressure and volume fraction of voids
predicted in simulations illustrated by snapshots in Fig. 2 for times of
20, 35, and 50 ps after the laser pulse. In the upper parts of the frames,
the voids are represented by spheres of the same volume as the actual
voids. The dashed lines show current positions of the surface, and the

dash-dotted lines show current positions of the melting front. Similarly
to Figs. 1 and 2, the laser irradiation is directed from the right side of
the frames. Note the differences in the scales of the volume fractions of
voids used in different frames
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18 C. Wu, L.V. Zhigilei

cent empty cells. The smallest voids, therefore, correspond
to clusters of two neighboring empty cells. The appearance
and growth of the voids are correlated in Fig. 4 with the
generation and propagation of laser-induced stress wave. As
discussed in a number of earlier publications, e.g. [21,27,29],
it is the relaxation of the laser-induced stresses that provides
the driving force for the nucleation and growth of the sub-
surface voids leading to the spallation. The energy transfer
from the excited electrons to the atomic vibrations results in
a rapid heating and a buildup of high compressive stresses in
the surface region of the target. The relaxation of the com-
pressive stresses in the presence of free surface induces the
collective motion of the top surface region away from the
bulk of the target and leads to the formation of an unloading
tensile component of the stress wave that follows the com-
pressive one in its propagation from the surface to the bulk
of the target.

In the simulations illustrated in Fig. 2, the tensile stresses
are sufficiently strong to induce nucleation and growth of
multiple voids in the surface region of the irradiated targets.
The appearance of voids coincides with the time of the raise
of the tensile stresses in the melted part of the target, as
can be seen from the pressure plots and snapshots shown in
Fig. 4 for 20 ps. The number of small voids and the width
of the region of void nucleation are increasing with increas-
ing laser fluence, even though the maximum tensile stresses
observed at higher fluences are smaller. This observation can
be explained by the temperature dependence of the ability of
the melted material to withstand the transient tensile stresses.
The temperature of the melted surface region increases with
increasing fluence and the dissipation of the tensile com-
ponent of the stress wave results in the generation of more
numerous voids over a wider part of the melted region.

Two peculiarities of the pressure profiles can be noted in
Fig. 4. First, there is a pronounced stepwise increase in pres-
sure across the liquid–solid interface. This increase is related
to the inability of the thermoelastic compressive stresses gen-
erated in the crystalline part of the target to completely relax
by the uniaxial expansion in the direction normal to the sur-
face [21,30]. In the melted part of the target, the stresses
remain isotropic during the expansion of the surface region
and the pressure variations are defined by the dynamics of the
pressure wave. The uniaxial expansion of the crystalline part
of the target, however, results in anisotropic lattice deforma-
tions and corresponding anisotropic compressive stresses. As
a result, the pressure profiles in the solid parts of the targets
are defined by superposition of the pressure waves with the
background of the quasi-static compressive stresses. Second,
a partial reflection of a tail of the tensile component of the
pressure wave from the quickly emerging low-density region
of the void evolution results in periodic oscillations of pres-
sure in the topmost layer of the target, as can be seen in the
profiles shown for 35 and 50 ps for simulations performed at

laser fluences of 750 and 900 J/m2. At 1,100 J/m2, the liq-
uid layer between the voids and the free surface of the target
is too shallow and has too high temperature to support any
noticeable elastic oscillations.

After the peak of the tensile stresses associated with the
unloading wave moves away from the region of the void
nucleation, the number of small voids starts to drop, whereas
larger voids appear, grow and coalesce, as shown in the snap-
shots for 35 and 50 ps in Fig. 4. While in the case of 650 J/m2

only two voids are observed at 50 ps, at higher fluences
the voids form a continuous region of reduced density that
expands with time as the top liquid layer accelerated by the
relaxation of the laser-induced stresses moves away from the
target. By the time of 50 ps, the maximum volume fraction of
voids reaches 35 % in the simulation performed at 750 J/m2

and 40 % at 900 and 1,100 J/m2. The maximum fraction of
voids continues to increase in these simulations and reaches
100 % at the time when the last liquid bridge connecting the
layer to the bulk of the target breaks (Fig. 2).

The visual analysis of the void nucleation and growth pro-
vided above can be complemented by quantitative evaluation
of the void size distributions. The distributions are calcu-
lated for different times during the simulations and are found
to be relatively well described by a power law dependence,
Nv(V ) ∼ V −τ , where V is the void volume and -τ is power
law exponent that is increasing with time. Despite the dif-
ferences in the dynamics of the spallation process, the time
evolutions of the void size distributions calculated for flu-
ences of 750, 900, and 1,100 J/m2 are similar to each other.
A representative set of distributions is shown in Fig. 5a for
1,100 J/m2. The plots of the time dependences of the power
law exponents shown for these three simulations in Fig. 5b
highlight the lack of sensitivity of the evolution of the void
size distributions to the laser fluence. The sharp increase of
the power law exponents during the first 40 ps is reflecting the
active process of void coarsening and coalescence, when the
size and the number of large voids are growing at the expense
of quickly decreasing population of small voids. The power
law void size distributions shown in Fig. 5a are similar to the
ones observed in earlier simulations of laser spallation of a Ni
film [30] and bulk molecular targets [29], as well as in a sim-
ulation of back-surface spallation of Ta [90]. This similarity
is indicative of the common physical origin of the processes
of void nucleation, growth and coalescence responsible for
the spallation of different materials.

The distinct stages of the void evolution can also be iden-
tified from the plots of the total number of voids and total
volume of voids shown in Fig. 6. The sharp spikes of the
total number of voids during the first ∼25 ps after the laser
pulse reflect the expansion of the surface regions, genera-
tion of tensile stresses, and appearance of a large number of
small empty regions which, with the definition of “voids”
described above, are counted as individual voids but make
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Fig. 5 Void abundance distributions as functions of void volume pre-
dicted for different times in a simulation of 100 fs laser irradiation of an
Al target at an absorbed laser fluence of 1,100 J/m2 (a) and the time evo-
lution of power-law exponents calculated by fitting the data obtained in

simulations performed at absorbed fluences of 750, 900, and 1,100 J/m2

to power law dependences (b). The lines in a are power law fits of the
data points with the exponents indicated in the figure

up a very small total volume of voids (e.g., at 20 ps, when
the total number of voids is at its maximum). The growth of
some of the empty regions leads to the emergence of larger
voids, which relax the tensile stresses in the surrounding liq-
uid (Fig. 4), resulting in the sharp decrease in the population
of the small voids. After 40 ps, the growth and coalescence
of the large voids are reflected in the steady increase in the
total volume of voids and slow decrease in the number of
voids.

The practically important outcome of the generation and
growth of the sub-surface voids discussed in details above is
the separation and ejection of a liquid layer from the irradi-
ated target. The parameters of the spalled layers are shown in
Fig. 7, where the ejection velocity, thickness, and tempera-
ture of the spalled layers are shown. As discussed above, the
initial acceleration of the surface layer in the direction away
from the target (positive velocity in Fig. 7a) is the result of
the relaxation of the laser-induced compressive stresses. It
is followed by the deceleration associated with the genera-
tion of the tensile stresses in the surface region of the target.
In contrast to thermo-elastic material response to the laser
heating [91,92], however, the fast deceleration is interrupted
by the generation of voids that reflects the inability of the
melted layer to support the quickly evolving tensile stresses.
The porous regions with large volume fractions of voids gen-
erated by the time of ∼30–40 ps, Fig. 4, have weak resistance
to the uniaxial extension and cannot significantly reduce the
outward velocity of the top liquid layers in the simulations
performed at fluences of 750 J/m2 and higher. The porous liq-
uid regions in these simulations evolve into extended foamy
structures of interconnected liquid regions that eventually
break and disconnect from the spalled layers, releasing the
layers to free flights away from the targets (the times of the

complete separation of the spalled layers from the targets are
marked by cross symbols in Fig. 7a for two of the simula-
tions). At 650 J/m2, however, the region with only two voids
generated during the initial relaxation of the laser-induced
stresses provides enough resistance to the uniaxial extension
to slow down the outward motion of the top surface layer and
to reverse the direction of its motion, thus preventing spalla-
tion of the layer. The range of velocities of the spalled layers
predicted in the simulations, from ∼300 m/s close to the spal-
lation threshold to ∼1,000 m/s at a laser fluence about 60 %
above the spallation thresholds, is consistent with the values
estimated from the changes of interference patterns (Newton
rings) with time following femtosecond laser irradiation of
different target materials [93–95].

For the three simulations where the spallation occurs, the
dependences of the thickness and temperature of the spalled
layers on laser fluence are shown in Fig. 7b. The thickness of
the spalled layer decreases by about a factor of two, from 50
to 24 nm, and the temperature increases from about 1,700 K
to more than 3,000 K as the fluence increases from 750 to
1,100 J/m2. While in MD simulations the spalled layers are
stabilized by the periodic boundary conditions and cannot be
expected to lose their integrity if the simulations are contin-
ued for longer time, in experiments the spalled layers will
eventually decompose into individual droplets. The size of
the droplets can be roughly estimated from the conclusions of
a theoretical analysis of the stability of thin free liquid films
[96] that predicts the following expression for the dominant
perturbation wavelength that leads to spontaneous rupture of
the film: �(h) = [(8π3γ )/AH]1/2h2, where h is the film
thickness, γ is the surface energy of liquid Al, and AH is
the Hamaker constant. Assuming that a circular section of
the film with a volume of a cylinder with diameter � and
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Fig. 6 The evolution of the total number of voids Nv (with voids
defined as explained in the text) and the total volume of voids �v at the
initial stage of the spallation process in simulations of 100 fs laser irra-

diation of Al targets at absorbed fluences of 650 J/m2 (a), 750 J/m2 (b),
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Fig. 7 The time dependence of the collective velocity of the top sur-
face regions of Al targets irradiated with 100 fs laser pulses at fluences
of 650, 750, 900, and 1,100 J/m2 (a) and the thickness and temperature
of the spalled layers ejected in three of these simulations (b). In a, the
collective velocities are calculated for atoms that belong to the top 4 nm
layers of the initial targets, the thin horizontal line marks zero velocity,

and the cross signs indicate the time of complete spallation of the top
surface layer. In b, the thickness of the spalled layer is expressed in units
of the corresponding thickness of the initial solid Al target at 300 K (a
layer of this thickness in the initial target has the number of atoms equal
to those in the spalled layer)
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thickness h contributes to one spherical droplet, the droplet
diameter can be estimated as d = [(12π3γ )/AH]1/3h5/3.

For a liquid Al film, � and d can be evaluated using the
Hamaker constant, AH = 3.6 × 10−19 J [97], and a semi-
empirical equation for the temperature dependence of the
surface energy of liquid metals [98], γ = γ0(1 − T/Tc)

1.2,
that ensures that the energy of the liquid-vapor interface van-
ishes at the critical temperature Tc. The parameter γ0 =
1, 036 mJ/m2 is determined using the values of the surface
energy of liquid Al at the melting temperature Tm = 933 K,
γ (Tm) = 865 mJ/m2 [98], and the critical temperature
Tc = 6, 700 K [78]. With all the parameters defined above
and the temperature and thickness of the spalled layers pro-
vided in Fig. 7b, the values of� and d can now be evaluated as
� = 55.4 µm and d = 6.1 µm for 750 J/m2, � = 26.3 µm
and d = 3.3 µm for 900 J/m2, and � = 10.8 µm and
d = 1.6 µm for 1,100 J/m2.

With the estimates of � being on the order of a typical
laser spot size used in laser material processing experiments,
it is clear that the above-mentioned stability analysis can only
provide a significantly overestimated upper bound value of
the maximum size of droplets emerging from the decompo-
sition of the liquid layers separated from the target in the
spallation regime. The instabilities related to the process of
separation of the layer from the extended foamy liquid struc-
tures bridging the spalled layer with the bulk of the target,
as well as the spatial variation of the thickness of the layer
within the laser spot, is likely to induce decomposition of the
layer at a scale smaller than �. Thus, the characteristic size
of the droplets ejected in laser spallation is likely to be on
the scale of 100s of nanometers to micrometers.

4 Mechanisms of laser ablation in the phase explosion
regime

The almost linear increase of temperature of the spalled layer
with increasing fluence observed in Fig. 7b allows us to
roughly estimate the fluence at which the maximum temper-
ature of the surface region of the target would reach the range
of temperatures T ∗ = 5, 600–6,400 K identified in Sect. 2
as the threshold temperatures for the onset of the explosive
phase separation into liquid and vapor at positive values of
pressure. The linear extrapolation of the temperature of the
spalled layer to T ∗ yields an estimate of about 1,800 J/m2

for the absorbed fluence required for the onset of the phase
explosion. The dependence of the thickness of the spalled
layer shown in Fig. 7b also suggests that the layer will van-
ish by this fluence. Therefore, the large-scale simulation of
laser ablation in the phase explosion regime is performed in
this work at an absorbed fluence of 2,000 J/m2, ≥10 % above
the threshold for the transition from the spallation to phase
explosion regimes of laser ablation.

The visual picture of the material ejection at Fabs =
2, 000 J/m2, in the phase explosion regime, is shown in Fig. 8.
In the first snapshot, shown for 50 ps after the laser pulse,
one can see a fine “Swiss cheese”-like cellular structure gen-
erated in ∼100 nm wide surface region of the target. In the
top part of this region, the cellular structure is generated by
a rapid (explosive) release of vapor in the melted metal over-
heated up to the threshold temperature for phase explosion.
The conditions leading to the explosive phase separation are
illustrated in Fig. 9, where temperature–pressure trajectories
of the material initially located in different layers below the
surface are shown. The trajectories are similar to the ones
discussed in Sect. 3 for the simulation performed in the spal-
lation regime, at 1,100 J/m2, Fig. 3. The difference, however,
is in the higher temperature of the top region of the target
which approaches (and even exceeds) the critical temperature
of the material. The relaxation of the laser-induced pressure
in this case makes the trajectories for the top layers cross the
“red line” at high temperatures and low magnitudes of neg-
ative pressure (or even at positive pressure, as shown for the
three top 1 nm thick layers in Fig. 9c). The material ejection
in this case proceeds through the rapid decomposition into
liquid and vapor and leads to the fast cooling of the mixture.
Note that the conditions in each layer do not correspond to
the thermodynamic equilibrium, particularly during the rapid
expansion of the layers and the explosive phase separation.
Therefore, we do not call the curves shown in Fig. 9 “ther-
modynamic trajectories” to avoid misinterpretation. After the
onset of the phase explosion, the pressure–temperature tra-
jectories show the average temperature and pressure of the
vapor and liquid components of the mixtures which, in gen-
eral, are not in thermal equilibrium with each other.

Deeper into the target, the propagation of the tensile com-
ponent of the stress wave leads to the additional cavitation in
the superheated liquid, with the density of vapor in the pores
decreasing with depth. The trajectories for the material ini-
tially located at the depth up to 100 nm (Fig. 9b) cross the
red line that defines the limit of the stability of the metastable
liquid against the onset of the cavitation at large negative
stresses, suggesting that the relaxation of the tensile stresses
rather than the release of vapor-phase atoms provides the
main driving force for the formation and growth of voids in
this region.

The expansion of the cellular structure leads to the coars-
ening of the liquid and vapor regions and results in the for-
mation of a foamy structure of interconnected liquid regions
extending in the direction of the plume expansion (see snap-
shots for 150–450 ps in Fig. 8). The liquid regions are sur-
rounded by vapor in the top part of the expanding foamy
structure, whereas the large voids generated in the deeper
regions of the target are virtually free of vapor. This obser-
vation corroborates the above discussion of the dominant
driving forces responsible for the material decomposition in
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different parts of the irradiated targets. The eventual decom-
position of the complex hierarchical foamy structure into
individual liquid droplets, atomic clusters and vapor-phase
atoms leads to the formation of a multi-component ablation
plume moving away from the target.

5 Phase explosion regime of laser ablation: parameters
of the plume

The snapshots shown in Fig. 8 illustrate the laser-induced
processes occurring in the close vicinity of the initial surface
of the irradiated target. To provide a broader view of the
ablation plume, a snapshot for 630 ps after the laser pulse is
shown in Fig. 10 as a sequence of three consecutive fragments
covering a range from −300 nm below the level of the initial
surface of the target up to 2.7 µm above the initial surface.
A prominent characteristic of the ablation plume apparent
from Fig. 10 is the spatial segregation of clusters/droplets
of different sizes. The vapor-phase atoms and small clusters
are predominantly present in the front part of the expanding
plume (Fig. 10c), the medium size clusters are localized in
the middle of the expanding plume (Fig. 10b), and the large
liquid droplets can be expected to emerge as final products
of the slow process of decomposition of the extended liquid
structures that is still ongoing at the time of 630 ps (Fig. 10a).

This visual analysis can be supported by quantitative data
on the spatial distributions of different plume components
shown for the same time of 630 ps in Fig. 11. The plot of the

flow velocities in the direction away from the target, shown
in Fig. 12, can be used to determine the local flow velocities
of different parts of the spatial distributions shown in Fig. 11.
The individual atoms and small 2–10 atom clusters have dis-
tributions that peak at ∼1.4 µm and have shapes defined by
the free expansion of the vapor generated in the phase explo-
sion. The expansion proceeds both in the direction away from
the target and toward the target, by percolation through the
foamy structure of liquid regions, Fig. 11a, b. The resistance
of the transient foamy structure to the expansion of the vapor
is manifested in a clear break in the dependence of the flow
velocity of vapor-phase atoms on the distance from the ini-
tial surface at ∼1.6 µm from the surface, Fig. 12. The max-
imum velocity of the vapor-phase atoms exceeds 9,500 m/s,
whereas maximum velocity of small (≤10 atoms) clusters is
∼8,000 m/s.

Most of the clusters with sizes of 11–100 atoms are also
formed in the phase explosion of the top region of the target
and are moving with velocities of ∼2,000–6,000 m/s in the
front part of the plume. The spatial distributions for larger
clusters/droplets shift closer to the target with increasing
size and the droplets consisting of more than 10,000 atoms
(droplets with diameters larger than 7 nm) are found only in
the region below 1.6 µm, see Figs. 10b and 11e. From Fig. 12
we see that the flow velocity of these droplets is ranging from
1,000 to 3,000 m/s. Finally, the large extended liquid regions
present in the tail of the expanding plume (Fig. 10a) can be
expected to separate from the target and form large droplets
with sizes comparable to the lateral dimensions of the com-

Fig. 8 Snapshots of atomic
configurations predicted in
TTM-MD simulation of laser
ablation of a bulk Al target
irradiated by a 100 fs laser pulse
at an absorbed fluence of
2,000 J/m2. The irradiation
regime in this simulation
corresponds to the phase
explosion and ablation of a
surface region of the target.
Only parts of the computational
system are shown in the
snapshots. The atoms are
colored according to their
potential energies
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Fig. 9 The evolution of temperature and pressure averaged over 5 nm
thick (a, b) or 1 nm thick (c) consecutive layers located at different
depths in the initial target in a simulation illustrated in Fig. 8. The red

curve shows the temperature–pressure conditions (T ∗, P∗) for the onset
of the cavitation or phase explosion in the metastable liquid, calculated
for the EAM Al material as explained in Sect. 2

putational cell, 100 nm. The velocities of these droplets are
likely to be on the order of 100s of m/s.

The effect of the spatial segregation of clusters and
droplets of different sizes in the ablation plume has been
observed in earlier MD [27,40,41,46,48,99] and combined
MD—Direct Simulation Monte Carlo (DSMC) [100–103]
simulations of laser ablation of molecular systems and met-
als. Detailed analysis of the physical origin of this effect,
performed for irradiation conditions that correspond to the
absence [40] and presence [99] of stress confinement, has
revealed variation of the mechanisms of the cluster formation
with the depth of origin (and the energy density deposited by
the laser pulse) of the material contributing to different parts
of the ablation plume. The plots of temperature–pressure tra-
jectories in Fig. 9 confirm this assessment and suggest that,
under conditions of stress confinement realized in femtosec-

ond laser ablation of metals, the clusters and droplets gen-
erated in the phase explosion of the top part of the target
and the ones emerging from photomechanical cavitation and
disintegration of the deeper melted material have different
characteristics and contribute to different parts of the abla-
tion plume.

The spatial segregation of different plume components
predicted in the simulations can be related to the results
of plume imaging experiments [46,100,104–108], where
splitting of the plume into a fast component with optical
emission characteristic for neutral atoms and a slow com-
ponent with blackbody-like emission associated with pres-
ence of hot clusters is observed. The plume separation into
the fast (∼104 m/s) vapor-phase component followed by
slower (∼103 m/s) nanoparticles is also inferred from the
results of spatial- and time-resolved soft X-ray absorption
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Fig. 10 Snapshot of the atomic
configuration predicted in the
simulation illustrated by Fig. 8
for a time of 630 ps after the
laser pulse. To provide a broader
view of the ablation plume, the
snapshot is shown as a sequence
of three consecutive fragments
covering a range from −300 nm
below the level of the initial
surface of the target up to
2.7 µm above the surface. The
atoms are colored according to
their potential energies. The
effective diameter and number
of atoms are indicated in b for
two representative droplets

spectroscopy probing of plumes generated in 100 fs laser
ablation of Al targets [109,110]. The characteristic veloci-
ties of the vapor and nanoparticle components of the ablation
plumes deduced from the plume imaging experiments are in
a good quantitative agreement with the computational pre-
dictions. An observation of a similar layered structure of the
plume (vaporized layer followed by small particles and larger
droplets) in nanosecond laser ablation of water and soft tissue
[111] highlights the general character of the plume segrega-
tion effect in short pulse laser ablation of different target
materials.

The mass fractions of different plume components, defined
as the number of atoms constituting the clusters within the
corresponding size ranges divided by the total number of
atoms in the ablation plume, are indicated in Fig. 11. The
liquid regions that are still connected to the bulk of the target
(Fig. 10a) are not included in the calculation of the mass frac-
tions. The striking result of this analysis is the very small frac-
tions of the vapor-phase atoms (2.3 wt.%) and small atomic
clusters (3.8 wt.% for the range from dimers to 10,000 atom
clusters). The dominant contribution to the mass of the abla-
tion plume is made by liquid droplets consisting of more than
10,000 atoms (diameters larger than 7 nm). This observa-
tion is consistent with experimental data suggesting that the
nanoparticles constitute a major fraction of the total mass
of ejected material in femtosecond laser ablation of metals
[106,112], as well as with the results of earlier smaller-scale
MD simulations, where the mass fraction of the vapor-phase
atoms in the total yield is observed to be ∼4 wt.% for Cr
[23] and ∼10 wt.% for Ni [21] just above the threshold for
transition from the spallation to the phase explosion regime
of laser ablation.

To characterize the overall cluster composition of the abla-
tion plume, the cluster size distribution is shown in Fig. 13. In
the distribution plotted in double-logarithmic scale one can
distinguish three distinct regions that correspond to the vapor-
phase atoms and 2–4 atom clusters, small clusters consisting
of 5–20 atoms, and larger clusters. The cluster size distrib-
utions in each of these regions can be described by a power
law Y (N ) ∼ N−τ with different exponents. The decay of
the probability to find clusters of increasingly larger size is
substantially slower in the high-mass part of the distribution
and the absolute value of the exponent is more than twice
smaller compared to the one for small clusters.

The distributions similar to the one shown in Fig. 13
have been observed in earlier simulations performed for
one-component molecular targets [40] and polymer solu-
tions [48,52]. The bi-modal size distributions for molecu-
lar systems are characterized by power-law exponents rang-
ing from −1.6 to −1.1 for large clusters and −4.1 to −3.5
for small clusters consisting of less than 20 molecules. In
experiments, power law mass distributions of surface fea-
tures have been observed in polymer films deposited by
matrix-assisted pulsed laser evaporation (MAPLE) technique
[113,114], where the power law exponents of −1.65 [113]
and −2 [114] have been evaluated from SEM analysis of
surface morphology of the deposited films. These values are
close to the ones predicted for the high-mass clusters in the
simulations. In recent mass spectrometry measurements of
clusters ejected in laser ablation of sinapinic acid targets
[115], bimodal power law distributions with exponents of
−2 for clusters consisting of more than ten molecules and
−2.8 for smaller clusters and monomers are reported. The
semi-quantitative consistency of the cluster size distributions
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Fig. 11 Number density of individual atoms (a), clusters of different
sizes (b–e) and the total density above the location of the initial surface
(f) as a function of the distance from the initial surface in a simulation of
laser ablation of a bulk Al target irradiated by a 100 fs laser pulse at an
absorbed fluence of 2,000 J/m2. The data are for 630 ps after the laser
pulse, with a corresponding snapshot of the plume shown in Fig. 10.
The distributions are plotted for groups of clusters to obtain statistically

adequate representations of the spatial distribution of clusters of dif-
ferent sizes in the ablation plume. The mass fractions of the different
plume components in the ejected plume are indicated in the correspond-
ing plots. The contribution of the liquid regions still connected to the
bulk of the target at 630 ps (but likely to separate at a later time) to the
density distribution is shown by black bars in e and is not included in
the calculation of the mass of the ejected plume

reported for different target materials and a broad range of
irradiation conditions suggests that the bi-modal power law
cluster size distribution may be a general characteristic of
ablation plumes ejected in the regime of phase explosion.

The complexity and highly non-equilibrium character of
the ablation process make it difficult to establish direct links
to the existing theoretical models that predict power-law clus-
ter size distributions, such as the gas–liquid phase transition

occurring at the critical point [116], various mechanical frag-
mentation processes [117–119], and particle emission due to
the shock wave interaction with a surface [120–122]. The
existence of the two, low- and high-mass, regions in the clus-
ter size distributions, however, suggests that the small and
large clusters in laser ablation have different origins. The
majority of individual atoms and small clusters are released
in the explosive decomposition of the strongly superheated
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Fig. 13 Cluster size distributions in the ablation plume generated by
the time of 630 ps in a simulation of 100 fs laser pulse irradiation of
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top part of the target, whereas the larger clusters appear as a
result of disintegration and coarsening of the transient liquid
structure of interconnected liquid regions, as illustrated in
Fig. 8.

To describe the temperature of different plume com-
ponents, two characteristics, the translational and internal
temperatures, are calculated from the instantaneous atomic
velocities at 630 ps after the laser pulse. The translational
temperature is calculated for vapor-phase atoms and clusters
of different sizes from the radial (parallel to the surface of

the irradiated target) components of the velocities of atoms
or center of mass velocities of clusters. The values of local
translational temperature, shown in Fig. 14a, are obtained by
averaging over atoms or clusters located at different distances
from the irradiated surface. The radial velocity components
do not contain a contribution from the flow of the plume away
from the irradiated target and can be associated with the ther-
mal motion of atoms and clusters in the plume [27,40]. The
results of the calculation, however, show that the local equili-
bration is achieved only for small clusters that consist of up to
ten atoms, as shown in Fig. 14a. The values of local transla-
tional temperature for larger clusters (not shown in the figure)
exhibit considerable scatter due to the limited statistics and
tend to be significantly higher than the temperature of the sur-
rounding vapor. The higher translational temperatures of the
large clusters suggest that the clusters acquire relatively high
radial velocities in the process of the explosive formation of
the ablation plume and have not experienced a number of
collisions with vapor-phase atoms and smaller clusters that
would be sufficient for local thermal equilibration.

In addition to the local translational temperature, the inter-
nal temperatures of clusters of different sizes are calculated
from the kinetic energies of atomic motion in the cluster cen-
ter of mass frame of reference. Since the translational degrees
of freedom of clusters are excluded from the calculation of
the kinetic energies, the internal temperature of a cluster of
n atoms, T (n)

int , is obtained by equating the kinetic energy to
3
2 (n−1)kBT (n)

int . The dependence of the local internal temper-
ature on the distance from the irradiated surface is shown in
Fig. 14b and the cluster size dependence is shown in Fig. 15.

A significant variation of the translational and inter-
nal temperatures with distance from the irradiated surface,
Fig. 14a, b, as well as a strong correlation of the internal
temperature with the size of a cluster (larger clusters have,
on average, higher internal temperature), Fig. 15, reflects
the dependence of the plume cooling efficiency on the local
energy density deposited by the laser pulse. The stronger
overheating of the upper part of the ablation plume leads
to a more vigorous phase explosion with a larger fraction
of the released vapor-phase atoms, a faster expansion, and
a more efficient cooling, as compared to a slower evapora-
tive cooling of the large droplets ejected in the tail of the
plume. Similar cooling behavior and the corresponding dis-
tributions of the translational and internal temperatures have
been observed in earlier simulations performed for molecular
systems [27,40,41].

The value of the internal temperature of ∼4,000 K
observed in the simulation for large clusters/droplets, Fig. 15,
and the decrease of translational (Fig. 14a) and internal
(Fig. 14b) temperatures of the clusters with increasing dis-
tance from the target are consistent with experimental data
reported for the same system, Al target irradiated by 100 fs
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Fig. 14 Translational (a) and internal (b) temperatures of different
plume components as functions of the distance from the surface. The
translational temperature is calculated from the velocity components of
the ejected atoms or clusters in the direction parallel to the irradiated

surface. The internal temperature is calculated from the kinetic energies
of atomic motion in the clusters’ center of mass frame of reference. The
data are shown for 630 ps after irradiation with a 100 fs laser pulse at
an absorbed fluence of 2,000 J/m2
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Fig. 15 Internal temperature of clusters of different sizes. Small dots
show the average temperature of clusters with specific number of atoms
and five large diamonds show the average temperatures of clusters that
belong to the following ranges of sizes (marked by dark bars): from 10
to 50, from 50 to 200, from 200 to 1,000, from 1,000 to 10,000, and
larger than 10,000. The data are shown for 630 ps after irradiation with
a 100 fs laser pulse at an absorbed fluence of 2,000 J/m2

laser pulse [110]. The temperatures measured in the experi-
ments for a time delay of 30 ns after the laser pulse range from
∼3,800–4,500 K at ∼5 µm from the surface and decrease
with increasing distance from the irradiated target.

6 A “big picture” of laser ablation for a Gaussian laser
beam

The severe limitations on the length scales accessible with
MD method make it impossible to directly simulate processes

occurring at the scale of the whole laser spot. As discussed in
Sect. 1, the MD computational cell is assumed to represent
a local volume within the laser spot, i.e., any effects related
to the lateral variations of the laser energy deposition are
neglected and the periodic boundary conditions are used to
reproduce the interaction of atoms in the MD computational
cell with the surrounding material. The information on the
material ejection from the whole laser spot, however, can still
be obtained by combining the results of a series of MD simu-
lations performed for a range of local fluences. This “mosaic
approach” to representation of the laser-induced processes at
the scale of the whole laser spot is illustrated in Fig. 16 for
a Gaussian shape of the laser beam profile with the standard
deviation σ and a peak absorbed laser fluence of 2,050 J/m2.
The peak fluence is slightly above the threshold for the tran-
sition from the spallation to phase explosion ablation regime.

The snapshots used in Fig. 16 are from the simulations
discussed above, in Sects. 3–5, as well as two additional
simulations performed at 1,450 and 1,750 J/m2. All snap-
shots are taken at the same time of 150 ps after the 100 fs
laser pulse irradiation. The conditions in these simulations
correspond to local laser fluences realized at different dis-
tances from the center of the Gaussian laser beam profile.
The snapshots are aligned with locations that correspond to
the values of local fluence used in the simulations, as shown
by the vertical and horizontal dashed lines, respectively. The
locations of the melting front at 150 ps are shown by red dots
and the thicknesses and locations of the top void-free layers
are shown by black bars. Note that the lengths of the black
bars show the estimates of the final thickness of the spalled
layers after their separation (spallation) from the target for
the simulations where the spallation takes place. For the sim-

123



28 C. Wu, L.V. Zhigilei

Fig. 16 The integral visual picture of melting, generation of sub-
surface voids and material ejection from an Al target irradiated by a
100 fs laser pulse. The laser beam has a Gaussian spatial profile with a
peak absorbed laser fluence of 2,050 J/m2, as shown in the bottom part
of the figure. The representation of the laser-induced processes at the
scale of the whole laser spot is based on a “mosaic approach”, where
snapshots from individual TTM-MD simulations taken at the same time
of 150 ps after the laser pulse are aligned with locations within the laser
spot that correspond to the values of local fluence used in the simula-
tions, as shown by the thin vertical and horizontal dashed lines. The

atoms in the snapshots are colored by their potential energy, from blue
for low energy atoms in the bulk of the target to red for the vapor-phase
atoms. The red dots connected by the red line mark the location of the
melting front. The thicknesses and locations of the top void-free layers
are shown by black bars for simulations performed in the spallation
regime and, in the case of the lowest fluence of 650 J/m2, just below the
spallation threshold. For two local fluences, 650 and 900 J/m2, the loca-
tions of the melting front and the void-free layers are marked without
showing the corresponding snapshots. The velocities of the top void-
free layers at 150 ps are provided in the figure

ulation performed below the spallation threshold, at 650 J/m2

(Fig. 2a), the black bar shows the thickness of the void-free
layer at 150 ps.

The representation of the simulation results in Fig. 16
clearly shows two distinct sections within the laser spot: (1)
the central section of the spot, where the overheated top part
of the surface region undergoes an explosive decomposition
into vapor and liquid droplets, and (2) the periphery of the
spot, where spallation of well-defined liquid layers connected
to the bulk of the target by transient foamy structures of inter-
connected liquid regions is observed. While flat liquid layers
are spalled from the target in individual simulations, the inte-
gral picture of ablation by the Gaussian laser beam is likely to
involve a peel off of a continuous liquid layer with thickness
increasing with increasing distance from the center of the
laser spot, as shown schematically in Fig. 16 by the two gray
stripes. The occurrence of both spallation and phase explo-

sion processes within the same laser spot can be related to
the results of pump-probe experiments [47,94,95], where the
observation of optical interference patterns (Newton rings)
can be explained by the spallation of a thin liquid layer from
the irradiated target [21,28,29,93,123] and the disappear-
ance of the interference fringes in the central part of the laser
spot [47,94,95] can be attributed to the transition to the phase
explosion regime.

Another effect related to the onset of the phase explosion
in the central part of the laser spot is the sharp increase in
the density of vapor emitted from the opening in the spalled
layer, Fig. 16. The sharp, threshold-like increase in the frac-
tion of the vapor-phase atoms in the ablation plume upon
the transition from spallation to phase explosion has been
observed in earlier simulations performed for Ni [21] and
Cr [23] targets. This increase can be related to the results
of plume imaging experiments [105], where the maximum
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ejection of nanoparticles in laser ablation of Ni targets is
observed at low fluences, whereas the degree of the plume
atomization increases at higher fluences.

The melting depth shown by the red line connecting the
red dots in Fig. 16 exceeds 200 nm near the center of the laser
spot and decreases with increasing distance from the center.
The pressure exerted by the expanding ablation plume on
the underlying melted part of the target can cause a redis-
tribution of the melt and formation of a rim of resolidified
material along the edges of the laser spot [124–126], as well
as an expulsion of the melt [111,125–127]. The melt expul-
sion may be responsible for the ejection of liquid droplets
[128] that could significantly contribute to the total ablation
yield at laser fluences exceeding the threshold for the phase
explosion. Although the absence of the pressure gradients in
the lateral directions prevents the direct observation of the
effect of the melt expulsion in MD simulations, the variation
of the characteristics of the ablation process within the laser
spot, illustrated in Fig. 16, strongly suggests [21] the rele-
vance of this mode of material ejection (melt expulsion or
splashing by the recoil pressure exerted by ablation plume in
the phase explosion regime) to femtosecond and picosecond
laser ablation of metals.

7 Summary

The results of large-scale massively parallel atomistic simu-
lations of femtosecond laser interactions with Al target pro-
vide a comprehensive picture of the microscopic mechanisms
responsible for the material ejection in the spallation and
phase explosion regimes. The relatively large lateral size of
the computational systems used in the simulations ensures
a realistic representation of the evolution of multiple voids
generated in a sub-surface region of the irradiated target in
the spallation regime and enables a detailed characteriza-
tion of the ablation plume generated in the phase explosion
regime.

The simulations performed in the spallation regime, when
the material ejection and/or target modification are largely
defined by the relaxation of laser-induced stresses, reveal the
dependence of the void evolution and the parameters of the
spalled layers on laser fluence. In a narrow range of fluences
just below the spallation threshold, simulations predict a tran-
sient appearance of voids in the melted surface region of the
target, followed by the void collapse or capture by resolidi-
fication process. Above the spallation threshold, the growth,
coalescence and eventual percolation of multiple voids result
in the separation (or spallation) of a thin liquid layer from the
bulk of the target. The generation of voids is not localized
within a well-defined “spall plane” but is taking place within
a broad region that experiences growth of the magnitude of
the tensile stresses and extends down to about 100 nm below

the surface. Upon the expansion, this region transforms into
a transient foamy liquid structure that extends between the
spalled layer and the bulk of the target and eventually breaks
and releases the spalled layer into free flight. The ejection
velocity of the spalled layers ranges from ∼300 m/s close to
the spallation threshold to ∼1,000 m/s at a laser fluence about
60 % above the spallation thresholds, whereas the thickness
of the spalled layer decreases from 50 to 24 nm within the
same range of fluences. An application of the thin film sta-
bility analysis to the spalled layers suggests that the layers
are likely to decompose into liquid droplets with size on the
order of hundreds of nanometers.

An increase of laser fluence up to more than 2.5 times
the spallation threshold is found to result in the transition to
the phase explosion regime, where the top part of the tar-
get undergoes an explosive decomposition into vapor and
small clusters/droplets. The transition to the phase explo-
sion regime is signified by a change in the composition of
the ejected ablation plume from large liquid droplets to a
mixture of vapor-phase atoms and clusters of different sizes.
The ablation plume ejected in the phase explosion regime is
characterized by spatial segregation of clusters of different
sizes, with only small atomic clusters present in the front
part of the plume that expands with velocity of up to 8–
10 km/s, followed by slower medium-size clusters (101 to
10,000 atoms) that have ejection velocities of less than 4 km/s
and droplets consisting of more than 10,000 atoms (diame-
ters larger than 7 nm) that move with velocities of less than
3 km/s.

Despite being ejected from deeper regions under the sur-
face, where the energy density is lower, the larger clus-
ters/droplets have higher internal temperatures than the small
clusters, e.g., the average internal temperature is more than
4,000 K for droplets consisting of more than 10,000 atoms
and less than 3,000 K for clusters consisting of less than
50 atoms. The strong correlation of the internal temperature
with the size (and the depth of origin) of a cluster can be
attributed to a more efficient cooling of the top part of the
plume due to the explosive decomposition and fast expansion
of the mixture of vapor and small clusters as compared to a
slower evaporative cooling of the large clusters/droplets in
the tail of the ablation plume.

The overall cluster composition of the ablation plume
is characterized by cluster size distributions which exhibit
power law dependences of the probability to find a cluster of
a given mass with power law exponents different for small
(less than 20 atoms) and larger clusters. The decay of the
probability with mass is slower for the larger clusters, i.e., the
absolute value of the power law exponent is smaller. Despite
the small number of large clusters/droplets, they constitute
a major fraction of the total mass of ejected material. In the
simulation performed close to the threshold for the phase
explosion, the liquid particles with diameters larger than 7 nm
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account for 93.9 % of the total mass of the ejected plume,
whereas the contribution of the vapor-phase atoms is only
2.3 %.

Although a direct simulation of processes occurring on the
scale of the whole laser spot is not possible with MD tech-
nique, a “mosaic approach” combining the results of a series
of TTM-MD simulations performed for different laser flu-
ences is used to discuss the possible collective effects occur-
ring at the scale of the laser spot. In particular, the simultane-
ous occurrence of spallation and phase explosion in different
parts of a spot irradiated by a Gaussian laser beam, as well
as the effect of the melt expulsion due to the recoil pressure
exerted by ablation plume, is discussed based on the simula-
tion results.

Many of the results of the TTM-MD simulations of laser
interactions with Al targets have striking similarity to the
results reported earlier for different target materials, from
molecular systems to metals and semiconductors. In par-
ticular, the physical conditions defining the onset of pho-
tomechanical spallation and the transition from the spalla-
tion to the phase explosion regime are found to be similar
for a broad class of target materials. Moreover, some of the
quantitative characteristics of laser-induced processes, such
as the evolution of the void size distributions in spallation,
the parameters of cluster size distributions and the degree of
segregation of clusters and liquid droplets of different sizes
in ablation plumes generated in the phase explosion regime
are also surprisingly similar for different materials, reflecting
the common mechanical and thermodynamic origins of the
underlying processes.
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